
Lithium acetatepurity 99% 99.9%

Ordinal Content of impurity factory standard(≤) factory standard(≤)

1 Na Na+K

0.05

Na+K

0.052 K

3 Ca 0.03 0.01

4 Mg 0.01 0.005

5 Fe 0.002 0.001

6 Ba 0.005 ---

7 Heavy metals (as Pb)0.01 0.001

8 Cl 0.005 0.001

9 SO4 0.01 0.005


