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Certificate of Analysis

i HERERT A
ARTICLE: Zinc Pyrithione

it BATCH NO: 190326 A= H: 2019-03-26
DATE OF MANUFACTURE
it BATCH SIZE: 1000Kg et H A 2019-03-27
CERTIFICATE DATE
mo H M % £ P
ITEMS SPECIFICATIONS RESULTS
A KHEMK KHEMK
Appearance Off white powder Off white powder
=)
H >98% 98.11%
Assay
PH(5%7K i
(S 6.5-8.5 7.04
(5% solution)
R IJ_:"
Fé o =240C 255.4°C
Melting point
f o
R ) <0.5% 0.13%
Loss on drying
FLFE-D70
f}ﬁ. <5um 2.370
Particle siza-D70
FiE-D100
1_: }E. <15um 10.097
Particle siza-D100
Fe <10ppm 3.8754
Ni <3ppm 1.2584
Co <3ppm 1.6320
Pb <5ppm 3.2541
As <5ppm 1.1185
Hg < S5ppm 0.9889

#Eit CONCLUSION:PASS

#7F REMARKS:
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