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BROOKEFIELD VIS, 0.2% MUCILAGE @ 25 C cP 2050 5450 3750
BROOKFIELD VIS, 0.5% MUCILAGE @ 25 C cP 30500 39400 34450
PPM BENZENE ppm 999 230
LOSS ON DRYING % 20
HM AS (PB,AS,HG,SB) 10 PPM MAX wig

Where actual values for Loss on Drying (Once/10 lots), and heavy metals (once/200 lots)are not given, Lubrizol Advanced Materials, Inc. certifies that each
batch/lot meets requirements for the characteristics based on historical process and product data. Because these characteristics are tested on a skip-lot test

frequency as indicated on the product specification, results are not reported on the Certificate of Analysis.
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