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CERTIFICATE OF ANALYSIS

Production name: Cardanol

Test result: Qualified

ITEM INDEX TEST RESULT TEST METHOD

Density (g/ml) 0.92 – 0.94 0.931 ASTM D 4052 - 11

Viscosity(25℃,mPa.s) 40 - 55 53 ASTM D 445

Moisture (%) ≤0.5 0.05 ASTM D 95-13e1

Chroma (Gardner Chroma) 3 NTM-69


