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CERTIFICATE OF ANALYSIS

M A K 940
Product Name Carbomer 940
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Manufacture Date 2021.09.23 Batch No BJM2021091203
#® & B # AU H
Report Date 2021.09.25 Exp Date 2022.09.22
Kinme KiREFR KimesR
Test Item Test Specification Test Result
S SRR &
Appearance White powder Conform
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Viscosity in 0.5% water 40,000 - 60,000 mPa.s 51080 mPa.s
solution
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Residual Cyclohexane <0.3% ’g‘/ 020 &
FiRAE SN

< [\ R, 20
Loss on drying $2.0% o L.2%
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Conclusion Conform to the Enterprise standard
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