
AS WATER CO.,LTD 

CERTIFICATE OF ANALYSIS 

Grade:    N550 

Inspection 

Item 

Unit Test 

Method 

Test result Standard 

Iodine 

Adsorption 

Number 

mg/gm D1510 43 43±5 

Oil Adsorption 

Number 
cm³/100g D2414 120 121±5 

Pour Density Kg/ m3 D1513 375 360±30 
PH 

 
D1512 7.5 6.0-9.0 

Heating loss at 

@125℃ 
% D1509 0.3 0.5max 

Sieve 

Residue(0.5) 
% D1514 0 0.001max 

Sieve 

Residue(0.045) 
% D1514 0.008 0.02max 

Ash Content % D1506 0.35 ≤0.45 
Fines content % D1508 3.6 ≤7 
Individual pellet 

hardness 
g D5230 33 20-100 

Sulphur content % D1619 0.6 1.1max 

 


