Product PEG-600 Sampling date 2022.06.02
Batch NO. C2206001 Analysis date 2022.06.03
Quantity 10000kg Report Date 2022.06.05
Technical Specificati USP-41/MNF36 Valid date 202405
Test items ﬁ::ﬂgg? Standard Result Result found
Appearance (25°C) ChP2020 e i Pass Conforms
Cu:»mpleteness_and color of USP Mot reauirements Pass Clarity and_ color
solution of solution
Vewueny: BBHEAY, USP41<911> 9.9~113 1 Conforms
mm/s)
Average molecular weight LISP41 570 ~ 630 592 Conforms
pH (5%} USP41<791= A 5~TH 589 Conforms
Residue on ignition (%) USP41<281> =01 <008 Conforms
Hea[x-' g prr?‘l-.;}tars USP41<231= =5 <5 Conforms
g:z:[igj}:';e USP41 <10 Pass Conforms
1,4-Dioxane(ug/g) LSP41 Pass Conforms




