Item

N134

C8020

Appearance Off white, or yellowish granular | Off white, or yellowish granular
PAM NPAM CPAM
Degree of charge, (w/w) % 4.65 19.20
Solid content, % 89.07 90.57
Relative Molecular Weight,106 10.75 11.40




